WASHINGTON SCATE DEPARTMENT OF TRANSPORTATION - MATERiALS LABORATORY
PO BOX 47365 OLYMPIA, WA. 98504-7365/1655 SO. 2ND AVE TUMWATER, WA. 98512

Physical Testing Section Work Order No. 007926
Mechanical Splices Test Report Lab ID No. 00001080CF
Test Method AASHTO T 244 Lab Number vV -1080

‘ Trans. No. 1080CF
Date Sampled: 07/29/2010 Bid Item No. 52.01
Sampled By: T. WILSON Org. No. 434307
Date Recvd HQ: 07/30/2010 F.A. No.
SR No.: - 303
Section: MANETTE BRIDGE 303/4A BRIDGE REPLACEMENT
Contractor:
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Material: MECHANICAL SPLICES

Grade: 60 Bar Size: #18 Brand: ERICO/LENTON
Sample No: Heat: 585908 Lot No.: LAO057
Welder Name: Welder ID#:

Welder Type:

Test Results

Splice #1 Splice #2 Spec.
Ult. Tensile Strength (PSI) 88172 93255 78000 MIN.
Slippage: (Inches) 0.001 0.002 0.045 MAX.

(Welded Splice)
Macroetch Y=Acceptable
N=Not Acceptable

Distribution: Results: MEETS SPECIFICATIONS
Remarks:

Materials File X

Regional Construction 4

Project Engineer:

J. COOK X(2)

THOMAS E. BAKER, P.E.
MATERIALS ENGINEER
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